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Certificate of analysis

ltem name JZ60K HEC Qty Sample
Production time 2023/6/5 Testing time 2023/6/5
Batch No. 20230605A
Test method
ltem Standard Result ASTM D-2364
Moisture (%) 6.0%,max. 5.60% 01-(04-09)
Ash (Na2S04)(%) 6.0%,max. 5.30% 01-(10-17)
Viscosity (mPa.s)
2.0% powder,25+
0.1C water solution, | 50,000-60,000 50,000 01- (18-24)
humidity 20%
NDJ-1 VISCOMETER
Solution PH (1%) 6.0-7.5 7.1 D5400-03-(17-21)
| Below 98.5%min 99.2% D1921-06
Paticle | 0.180mm
size
Below 90.0%min 98.0% D1921-06
0.150mm
Conclusion: Qualified.
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Foreign Trade Department
Hebei Jingzuan Chemical Technology Co.Ltd.

Tel:0086-15103110701

Whatsapp:0086-15103110701
E-mail:oscar@cnjzchemical.com




